il Geochemical
625 Spice Island Dr.

Building 1, Unit A Lab Report
Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31921.4 ( COMPLETE ) I REFERENCE INFO: NONE GIVEN
CLIENT: BROHM MINING CORPORATION SUBMITTED BY: BARRON
PROJECT: NONE GIVEN DATE PRINTED: 2-0CT-89
NUNBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LINIT EXTRACTION METHOD
1 Au Gold 33 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
Z OTHER DRILL TYPES 33 2 -150 33 ASSAY PREP 33

REMARKS: 1AT GOID (29.17G)

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON
MR. ROD MCCLEOD
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Bondar-(;ilelgg.d . e Geochemical
625 Spicefisland Dr
Building 1, Unit A Lab Report
Sparks, Nevada 89431
702 (359-9330) BONDAR-CLEGG
A DIVISION OF lN(HCAPE lNSREC‘{LQNﬂTa IES, -
; HED 70689
REPORT: R89-31921.4 IR R&JFCTA NONE GIVEN PAGE 1
SAMPLE ELEMENT Au i i
NUMBER UNITS  OPT Al ese Yo |
= - 1
72 R89-581 0-5 <0.002 ! B
22 R89-581 5-10 <0.002
——h¥RERE=——————n-an> ' 00 DWWIM MHORS
H
72 R89-581 10-15 <0.002 { —
72 R89-581 15-20 <0.002
72 R89-581 20-25- <0.002
72 R89-581 25-30 <0.002
72 R89-581 30-35 <0.002
72 R89-581 35-40 <0.002
72 R89-581 40-45 <0.002
72 R89-581 45-50 <0.00?2
72 R89-581 50-55 <0.002
72 R89-581 55-6N 0.002
B o L a—— 11
72 R89-581 60-65 0.002
72 R89-581 65-70 0.002
72 R89-581 70-75 0.002
72 R89-581 75-80 <0.002
72 R89-581 8N-85 0.002
72 R89-581 85-90 <0.002
72 R89-581 90-95 <0.002
72 R89-581 95-100 <0.002
72 R89-581 10N-105 <0.002
72 R89-581 105-110 <0.002
72 R89-581 110-115 <0.002
72 R89-581 115-120 <0.002
RO e e
72 R89-581 120-125 <0.002
72 R89-581 125-130 <0.002
72 R89-581 130-135 <0.002
72 R89-581 135-14N <0.002
72 R89-581 140-145 <0.002
72 R89-581 145-150 <0.002
22 R89-581 150-155 <0.002
72 R89-581 155-160 <0.002

12 R89-581 160-165

0.002
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BONDAR-CLEGG

BROHM MINING CORPORATION
MR. JIM BARRON

PO BOX 485

DEADWOOD, SOUTH DAKOTA
27732

Invoice

- Date

Repart: No:
: NONE GIVEN

Project”

Reference:

: R0O76661,

Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

Page 1
5-0CT~89
R89~-31921.4

NONE GIVEN

VA e

33 Analyses of Gold

at § 7.00 § 231.00

Subtotal $ 231.00 $ 231.00
Sanmple Preparation
33 Samples of ASSAY PREP at $ 3.00 § 99.00
Subtotal S 99.00 S 99.00
Miscellaneous Charges
4% S.D. SALES TAX $ 3.96
2% DEADWOOD CITY SALES TAX S 1.98
Subtotal S 5.94 S 5.94

Invoice Total:

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

$ 335.94 U.S.
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Bynday<Clegg, Inc. [; h .

625 Spice Island Dr. e““cal
Sparks, Nevada 89431

02 (350953 BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31922.4 ( COMPLETE ) | [ REFERENCE INFO: NONE GIVEN
CLIENT: BROHM MINTNG CORPORATION SUBMTTTED BY: BARRON
PROJECT: NONE GIVEN DATE PRINTED: 9-0CT-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT FXTRACTION METHOD
1 Au Gold 12 n.002 oPT Fire Assay

SAMPLE TYPES NUNBER SIZE FRACTTONS NUMBER SAMPLE PREPARATIONS NUMBER
Z OTHER DRILL TYPES 72 2 -150 12 ASSAY PREP 72
EXCESSIVF WFTNESS/LB 1138
SAMPLE PICKUP/MILE 1
NOTES: # indicates ERRATIC RESULTS
= indicates SEE REMARKS
REMARKS AT 66294176
$ERRATIC RESULTS NOTED: AU VALUES FOR
SAMPLE R890-581 275-280: .020, .044 OPT
REPORT COPIES TO: MR. JIM BARRON INVDICE TO: MR. JIM RARRON

MO DAL s Coan
e RNUD TIVULEUY




Bopdar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

B

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DATE PRINTED:

Geochemical
Lab Report

9-0CT-89

REPORT: R89-31922.4 PROJFCT: NONE GIVEN PAGE 1
SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNTTS OPT NUMBER UNITS oPT
72 R89-581 165-170 <n.nnz 72 R89-581 365-370 <0.002
72 R89-581 1701-175 <0.002 72 R89-581 370-375 <0.002
72 R89-581 175-18N n.nn2 72 R89-581 375-38N <0.002
72 R89-581 1801185 0,002 72 R89-581 380-385 <0.002
72 R89-581 185-19D <n.nn2 72 R89-581 385-390 <0.002
72 R89-581 19N-195 <n.onz 72 R89-581 390-395 <0.002
72 R89-581 195-20N <0.0n2 72 R89-581 395-40N <0.002
72 R89-581 20IN-205 <0.002 72 R89-581 400-405 <0.002
72 R89-581 205-21N <N.Nn2 7?2 R89-581 4N5-41N <0.002
72 R89-581 210-215 <0.0n2 22 R89-581 410-415 <0.002
72 R89-581 215-220 <N.0N2 72 R89-581 415-42N <0.002
72 R89-581 2201-225 <0.002 22 R89-581 420-425 <0.002
72 R89-581 225-23N <p.nnz 72 R89-581 425-430 <0.002
72 R89-581 230-235 <0.002 12 R89-581 430-435 <0.002
72 R89-581 235-240 <n.nn2 72 R89-581 435-440 <0.002
72 R89-581 2401-245 <0.102 22 R89-581 4401-445 <0.002
72 R89-581 245-25N <N.Nnn2 72 R89-581 445-450 <0.002
72 R89-581 250-255 <0.0n2 22 R89-581 4501-455 <0.002
72 R89-581 255-260 <n.nnz2 72 R89-581 455-46N <0.002
72 R89-581 260-265 <0.002 72 RB9-581 460-465 <0.002
72 R89-581 265-27N <n.nn2 12 R89-581 465-470 <0.002
72 R8%-581 2701-275 0.00s Z2 R89-581 470-475 0.002
72 R89-581 275-28D 2 =022 72 R89-581 475-481 <0.002
77 R89-581 280-285 <0.002= 72 RB9-581 48N-485 <0.002
72 R89-581 285-29N ~“H=-Hi? = , 004 72 R89-581 485-49N 0.003
72 R89-581 290-295 <0.0n2 72 R89-581 49N-495 <0.002
72 R89-581 295-30N <D.nn2 72 R89-581 495-5MN 0.002
72 R89-581 300-305 <0.002 22 R89-581 5(0-505 <0.002
72 R89-581 305-31N <n.0nn2 72 R89-581 505-51N £H88- = . 002
72 R89-581 310-315 <p.0n2 72 R89-581 510-515 0.002
72 R89-581 315-320 <.0nz2 72 R89-581 515-520 <0.002
72 R89-581 320-325 <0.002 12 R89-581 520-525 <0.002
72 R89-581 325-33N <N.0nz

72 R89-581 330-335 0.002

72 R89-581 335-340 0.002

72 R89-581 340-345 <0.002

72 R89-581 345-35N <0.002

72 R89-581 350-355 <0.002

72 R89-581 355-36N <0.002

72 R89-581 3601-365 <0.002




Bandas-Cleg, I Geochemical
625 Spice Island Dr.
Building 1, Unit A Lab Report
Sparks, Nevada 89431
702(3599330) g ____BONDAR-CLEGG
AIjIV"ISbN | QHCAPE INSPECTION & TESTING SERVICES
i G‘ DATE PRINTED: 9-0CT-89
REPORTY R89-31922:4 —=\ r PROJECT: NONE GTVEN PAGE 2
1 [a |
sanpLEf | ELFQRND) 4 awa ¥ SAMPLF FLERFNT Au
NUMBER] ° | WIS " o i NUMBER UINITS  OPT
R89-5 175—181 Mg&l
Duplidate e :) E)&ﬂlbﬂl "c,""

R89-581 225-230 <0.002
Duplicate <0.002

R89-581 285-290 <0.002 - 00 4
Duplicate 0.008- .
R89-581 335-340 0.002
Duplicate 0.002

R89-581 395-400 <0.002
Duplicate <0.002

R89-581 445-450 <0.002
Duplicate <0.002

R89-581 505-510 0.003

Duplicate <n.nn2
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> * e g Bondar-Clegg, Inc.
’ é 625 Spice Island Dr.
’ Building 1, Unit A
m m < Sparks, Nevada 89431

702 (359-9330)

Invoice : R076768, Page 1
BROHM MINING CORPORATION

MR. JIM BARRON : ; Date ~ “:710-6CT-89
PO BOX 485 o ot ‘4
DEADWOOD, SOUTH DAKOTA ! Report No: R89-31922.4
57732 ““"i Project : NONE GIVEN
“"Refererice: NONE GIVEN
BARRON
72 Analyses of Gold at $ 7.00 $ 504.00
Subtotal S 504.00 S 504.00
Sample Preparation- -- : . S e ‘
72 Samples of ASSAY PREP at $ 3.00 $ 216.00
1138 Samples of EXCESSIVE WETNESS/LB at $ 0.20 S 227.60
1 Sample of SAMPLE PICKUP/MILE at $12.00 s 12.00
Subtotal S 455.60 S 455.60

Miscellaneous Charges

4% SOUTH DAKOTA SALES TAX S 18.22
2% DEADWOOD CITY SALES TAX S 9.11
Subtotal S 27433 S 27.33
Invoice Total: S 986.93 U.S.,

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

B

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R89-31924.4 ( COMPLETE )

Geochemical
Lab Report

REFERENCE [NFO: NONE GTIVEN

CLTENT: BROHM MINTNG CORPORATION

SUBMTTTED BY: BARRON

PROJECT: NONE GIVEN DATE PRINTED: 9-0CT-89
NUMBER OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LIMIT EXTRACTION METHOD
1 Au Gold 60 n.002 oPT Fire Assay

SAMPLE TYPES NUMBER

Z OTHER DRIILL TYPES 60

£y
o

?

IZE FRACTIONS

NUMBER

-150 60

SAMPLE PREPARATTONS  NUMBER

SSAY PREP

60
EXCESSIVE UETNFSS/LB - 959
SAMPLE PICKUP/MILE 1

REPORT COPIES TO: MR. JIM BARRON
MR. ROD MCCLEOD

INVOICE TO: MR. JIM BARRON
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Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

B

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DATE PRINTED:

Geochemical
Lab Report

_92-0CT-89

REPORT: R89-31924.4 | PROJFCT: NONE GIVEN PAGE 1
SAMPLE ELEMENT fu SAMPLE ELEMENT fu
NUMBER UNITS oPT NUMBER UNITS OPT
72 R89-581 525-53N <n.nnz 7?2 R89-581 725-73N <0.002
72 R89-581 5301-535 <0.002 72 R89-581 730-735 <0.002
7?2 R89-581 535-540 n.0n5 Z? R89-581 735-740 0.005
72 R89-581 540-545 <0.002 72 R89-581 740-745 0.003
72 R89-581 545-550 0.0n3 72 R89-581 745-750 0.004
72 R89-581 5501-555 <0.002 12 R89-581 750-755 <0.002
72 R89-581 555-560 <.0nz 7?2 R89-581 755-760 <0.002
72 R89-581 560-565 <n.0n2 72 R89-581 760-765 <0.002
72 R89-581 565-57N n.nnz 72 R89-581 765-771N <0.002
72 R89-581 570-575 0.0n8 72 R89-581 770-775 <0.002
7?2 R89-581 575-58N 0.0n4 12 R89-581 775-78N <0.002
77 R89-581 5801-585 <p.onz2 22 R89-581 780-785 <0.002
72 R89-581 585-59N <0.0nz2 22 R89-581 785-79N <0.002
72 R89-581 5901-595 <p.noz? 72 R89-581 79N-795 <0.002
72 R89-581 595-60N <N.0nz Z2 R89-581 795-8NN <0.002
72 R89-581 400-605 <0.002 12 R89-581 800N-815 <0.002
72 R89-581 6N5-61N <0.nnz2 72 R89-581 8N5-81N <0.002
72 R89-581 610-615 <0.002 72 R89-581 810-815 <0.002
72 R89-581 615-620 <N.nn2 72 R89-581 815-82N <0.002
72 R89-581 6201-625 <0.002 72 R89-581 8201-825 <0.002
72 R89-581 625-630 <n.nnz

72 R89-581 630-635 <0.002

72 R89-581 635-64N <0.002

72 R89-581 6401-645 <0.002

72 R89-581 645-65N <0.002

72 R89-581 65[1-655 <0.002

72 R89-581 655-660 <0.002

72 R89-581 66(1-665 <0.002

72 R89-581 665-67N <0.002

72 R89-581 6701-675 <0.002

72 R89-581 675-68N <0.002

72 R89-581 6801-685 <0.002

72 R89-581 685-69N <0.002

72 R89-581 6901-695 <0.002

72 R89-581 695-70N <0.002

72 R89-581 70M-705 <0.002

72 R89-581 705-710 <0.002

/2 R89-581 710-715 <0.002

72 R89-581 715-720 <0.002

72 R89-581 7201-725 <0.002
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Bondar-Clegg, Inc. Geochemical
625 Spice Island Dr.

Building 1, Unit A Lab Report

Sparks, Nevada 89431 =~
702 (359-9330) t 7
i n A

|
% NCHCAPE INSPECTION & TESTING SERVICES
i ! ¢ ’ l f ; ; DATE PRINTED: 9-0CT-89
REPORT: R89%431924.4 . { .!, i PROJECT: NONE GTVEN PAGE 2
. 210l
SAMPLE i ELFARNT Au o | : SANPIE ELFHFNT fu
NUMBER UNTTS OPT NUMBER UNITS oPT
POTITITIIY N U IRl alalel
) ) cTVIVHIVE IVITINITIG
R89-581 545-550 0.003 i
Duplicate s LI
R89-581 595-6010 <0.002
Duplicate <0.002
R89-581 655-660 <0.002
Duplicate <0.002
R89-581 705-710 <0.002
Duplicate <0.002
R89-581 765-770 <0.002
Duplicate <0.002
R89-581 815-820 <0.002

Duplicate <0.002
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o : Bondar-Clegg, Inc.
: 625 Spice Island Dr.
Building 1, Unit A
BONDAR-CLEGG o

702 (359-9330)

Invoice ~: R076767, Page 1
BROHM MINING CORPORATION

TR AR e

MR. JIM BARRON Date ‘- i 10-0CT-89
PO BOX 485
DEADWOOD, SOUTH DAKOTA Report No: R89-31924.4
97732 Project:. .; NONE GIVEN
Reference: NONE ‘GIVEN
BARRON
60 Analyses of Gold at $ 7.00 $ 420.00
Subtotal $ 420.00 S 420.00
Sample Preparation . N
60 Samples of ASSAY PREP at $ 3.00 § 180.00
959 Samples of EXCESSIVE WETNESS/LB at $ 0.20 $ 191.80
1 Sample of SAMPLE PICKUP/MILE at $12.00 S 12.00
Subtotal S 383.80 S 383.80
Miscellaneous Charges
4% SOUTH DAKOTA SALES TAX S 1930
2% DEADWOOD CITY SALES TAX S 7.68
Subtotal S 23,03 $ 23.03
f Invoice Total: S 826.83 U.S.

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED




as;@@xm@\
e

BROHM MINING CO-




